
 

 

A COMPOSITION AND METHOD FOR MAKING HIGH-STRENGTH LIGHTWEIGHT 

SUSTAINABLE BRICKS FROM TEXTILE EFFLUENT TREATMENT PLANT SLUDGE 

 

 


